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We investigate the modification in the optical properties of laser-excited bulk cobalt and nickel
using the time-dependent density functional theory at a finite electron temperature. As a result of
the first-principles simulation, a complex change in the photoabsorption of the magnetic materials
is observed around the M 3 absorption edge. Based on the microscopic analysis, we clarify that
this complex absorption change consists of the two following components: (i) the decrease in the
photoabsorption in a narrow energy range around the M 3 edge, which reflects the blue shift of
the absorption edge due to the light-induced demagnetization, and (ii) the increase in the photoab-
sorption in a wider range around the Mj 3 edge, which reflects the modification in the local-field
effect due to the light-induced electron localization. The relation between the transient optical and
magnetic properties may open a way to monitor ultrafast (de)magnetization and spin dynamics in
magnetic materials via transient absorption spectroscopy.

I. INTRODUCTION

Owing to the recent developments in laser technolo-
gies, the study of highly nonlinear nonequilibrium elec-
tron dynamics in solids has become experimentally ac-
cessible [TH3], offering novel opportunities for investigat-
ing the optical control of electric transport [4H7] and the
emergence of a dynamical phase of matter [8, ©]. In
the ultrafast regime, the transient optical properties of
solids that are driven by intense light pulses have been
intensively studied in the attosecond regime, and a mi-
croscopic understanding of the nonequilibrium electron
dynamics during and after laser excitation has been ob-
tained [I0HI5]. Recently, the attosecond circular dichro-
ism technique, which enables the study of light-induced
ultrafast spin dynamics in magnetic materials, has been
developed, opening a novel avenue toward achieving opti-
cal control of ultrafast spin dynamics and magnetization
[16].

First-principles electron dynamics simulations based
on the time-dependent density functional theory
(TDDFT) have been a powerful tool to obtain micro-
scopic insight into light-induced ultrafast phenomena
[I7, [I8]. Recently, this approach has been used in the
field of attosecond transient absorption spectroscopy in
solids, enabling access to the microscopic mechanism be-
hind the macroscopic ultrafast phenomena [12, 16, [T9].

In this work, we study the transient optical proper-
ties of laser-excited magnetic materials, namely cobalt
and nickel, using first-principles electron dynamics simu-
lations, aiming to find a signature of light-induced mag-
netization and spin dynamics in the transient absorp-
tion spectra. Once the relation between magnetiza-
tion dynamics and transient absorption is established,
a complementary and alternative technique to the at-
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tosecond circular dichroism technique is established to
investigate light-induced magnetization and spin dynam-
ics. Through microscopic simulations, we find a complex
modification in the photoabsorption of the laser-excited
magnetic materials around their M, 3 absorption edge.
This modification reflects light-induced electron localiza-
tion around the ions and a reduction in the a exchange
splitting in the 3p semicore bands. Hence, the micro-
scopic information of magnetic systems is indeed inte-
grated in the transient absorption spectrum.

This paper is organized as follows. In Sec. [ we
first revisit the electron dynamics simulations with the
TDDFT and describe a method to compute the optical
properties of solids. In Sec. [[I} we study the transient
optical properties of laser-excited magnetic materials and
analyze the microscopic origin behind the observed mod-
ification of photoabsorption. Finally, our findings are
summarized in Sec. [Vl Atomic units are used unless
stated otherwise.

II. METHODS
A. Electron dynamics simulation

Firstly, we briefly revisit the electron dynamics simu-
lations based on the TDDFT [I7] [I8]. The details of the
method are described elsewhere [20]. The light-induced
electron dynamics in solids is described by the following
time-dependent Kohn—Sham equation,

0 -

i ubs k(1) = hs (8 p,s k(7 1), (1)
where b is the band index, s is the spin index (s =7 or
1), k is the Bloch wavevector, and u; ¢ (7, t) represents
the periodic part of the time-dependent Bloch orbitals.
The time-dependent Kohn—-Sham Hamiltonian, hs (%), is
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given by

p+Ek+ A(t)

ils,k(t) = 5

+ Dion + VHze [Pe(s 1), ps(r,t)],
(2)

where A(t) is a time-varying spatially-uniform vector po-
tential, which is related to the external laser electric field
as E(t) = —A(t). The ionic potential is denoted as ¥;on,
and it may consist of spatially non-local parts when us-
ing the norm-conserving pseudopotential method 21, 22].
The Hartree-exchange-correlation potential is denoted as
VHze [pe(T, 1), ps(7,t)], and it is a functional of the elec-
tron density, p.(r,t), and the spin density, ps(r,t). The
total electron density, p.(r,t), is given by the sum of the
spin density as p(7,t) = p(r,t)+p(r,t), and each spin

J

density is defined as

ps(r,t) = Z .
b

/ defsn [tnsn(r t)2,  (3)
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where Q7 is the volume of the Brillouin zone, and fj s
is the occupation of the orbital. We define the occupation
factor as a Fermi-Dirac distribution, that is
1
€b,s,k—1)/kBTe + 1’

fb,s,k: = ( (4)
e

where p is the chemical potential, T, is the electron tem-

perature, and € are the single-particle energies of

the self-consistent solutions of the following static Kohn—

Sham equations at t = —oo:

hs’k(t = —oo)ub,syk(r,t = —OO) = Ebys_’k,’u,bys_’k,(’l“,t = —OO).
(5)
Note that the eigenstates up s (7,1 = —00) are used as

the initial conditions for Eq. .

Using these time-dependent Kohn—Sham orbitals, up s k(7,t), one can evaluate the electric current as a function of

time as

1 1
J(t) = - — >
ce b,s

Qpz Jpz

dk fos

driug o o (7, 1) Ok () up s,k (T, 1), (6)

cell

where Q. is the volume of the unit cell, and vg(¢) is the velocity operator defined as

vg(t) =

r fzsyk(t)]
e 7

where the commutator means [4, B] = AB — BA. In this work, we evaluate the optical properties of materials using

the computed current, J(t).

B. Linear response calculation for the optical
absorption of solids

As described in Sec. [[TA] one can evaluate the elec-
tric current induced by given electric fields. Hence, the
TDDFT simulation yields the current as a functional of
electric fields, namely J(¢) = J[E(¢)](¢). In the weak-
field limit, |E(t)] — 0, each component of the current
can be expanded up to the first order of the electric fields
as

Ja(t) = Z/dt'aag(t —t")Es(t), (8)
B

where J, is the a-component of J(t), Eg(t) is the §-
component of E(t), and o,(t) is the linear conductivity
tensor in the time domain. By applying to the Fourier
transformation to Eq. , one can obtain the linear op-
tical conductivity in the frequency domain as

Jal@) = 3 Gap(@) Bp(w), (9)
B

(

where J,(w), Eg(w), and G,5(w) are the Fourier trans-
forms of J,(t), Es(t), and o,4(t), respectively. There-
fore, by analyzing the applied electric fields and induced
current, one can evaluate the linear optical conductiv-
ity, 6ap(w). Furthermore, one can evaluate the dielectric
function as

€ap = Oap + dmi 22 (10)
w
and the absorption coefficient as
2w
Po(w) = ?Im [Vean] - (11)

For practical calculations, we employ an impulsive dis-
tortion as the electric field that corresponds to the fol-
lowing vector potential:

A(t) = —koegO(t), (12)

where ko is strength of the impulsive distortion, eg is
the unit vector along the S-direction, and O(t) is the
Heaviside step function. Under the impulsive distortion



described by Eq. , we solve Eq. and compute the
induced electric current J(t). Based on Eq. (), we then
evaluate the optical conductivity as

1 o )
o) = 1 / dt T (), (13)

where - is an effective damping parameter used to reduce
the numerical noise due to the finite time of the simula-
tions. In this work, we set v to 0.5 eV. Using Egs.
and , we evaluate the absorption coefficients of the
solids.

In this work, we study the absorption coefficients of
bulk cobalt and nickel by changing the electron temper-
ature, T,, in order to analyze the transient optical prop-
erties of the materials after laser irradiation [23]. All cal-
culations in this work were performed using the Octopus
code [24]. We employ the adiabatic local spin density ap-
proximation (ALSDA) for the exchange-correlation func-
tional [25]. For bulk cobalt, we employ a hexagonal single
crystal structure, and we set the lattice parameter a to
2.51 A and the lattice constant ratio c/a to 1.622 [26].
The hexagonal lattice is discretized into 24 x 24 x 38
real-space grid points, and the first Brillouin zone is dis-
cretized into 243 k-points. For bulk nickel, we employ an
fce lattice structure, and we set the lattice constant a to
3.52 A [26]. The fcc lattice is discretized into 28° real-
space grid points, and the corresponding Brillouin zone
is discretized into 243 k-points. Both cobalt and nickel
atoms are described using a norm-conserving pseudopo-
tential method, treating 3s, 3p, 3d, and 4s electrons as
valence electrons [22] [27] 28].

III. RESULTS

A. Electronic structure and optical absorption of
magnetic materials

To study the optical properties of laser-excited mag-
netic materials, we first revisit the electronic structures
of bulk cobalt and nickel as well as their optical proper-
ties in the equilibrium phase.

Figure [l (a) shows the electronic structure of bulk
cobalt. The majority (red-solid line) and minority (blue-
dotted line) spin bands are illustrated separately. Here,
the electron temperature T is set to 300 K. As seen from
the figure, bulk cobalt exhibits the non-degenerate spin
bands and is indeed a magnetic system in the present
simulation. The computed magnetic moment p at T, =
300 K is 1.7up per atom. Figure 1] (b) shows the same
electronic structure of bulk cobalt but in a wider energy
region. Here, the cobalt 3s bands are located at around
—95 eV from the Fermi energy, and the 3p bands are lo-
cated at around —60 e¢V. In both semicore (3s and 3p)
bands, large energy splits are observed. These are ex-
change splits due to the intrinsic magnetization and are
consistent with previously reported large exchange splits

[29, 30]. The computed exchange splitting of the cobalt
3p bands in Fig. [I] (b) is about 2.3 eV.
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FIG. 1. Electronic structure of bulk cobalt. The band

structure is computed at 7. = 300 K. Panel (a) shows the
majority (red) and minority (blue) spin bands around the
Fermi surface. Panel (b) shows the same electronic structure
as panel (a) but in a wider energy range, which includes the
Co 3s and 3p bands.

Figure [2 (a) shows the electronic structure of bulk
nickel, in which both the majority and minority spin
bands are illustrated. In Fig. [2[ (b), the same electronic
structure is shown for a wider energy range. As for bulk
cobalt (Fig. , bulk nickel is also a magnetic material,
and the two spin bands are non-degenerate. The com-
puted magnetic moment at T, = 300 K is 0.67up per
atom. As seen from Fig. [2 (b), the semicore bands of
nickel also exhibit a large exchange split. The computed
exchange split of the nickel 3p bands is about 1 eV.

Having revisited the basic electronic structure of cobalt
and nickel, we investigate the optical properties of these
magnetic materials in the equilibrium phase via real-time
linear-response calculations based on the TDDFT intro-
duced in Sec. Figure [3| (a) shows the computed ab-
sorption coefficient of bulk cobalt with an electron tem-
perature of 300 K. Here, three simulation results are
shown. The red solid line shows the results of the full
TDDFT simulation with the ALSDA. The blue dashed
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FIG. 2. Electronic structure of bulk nickel. The band struc-
ture is computed at Te = 300 K. Panel (a) shows major-
ity (red) and minority (blue) spin bands around the Fermi
surface. Panel (b) shows the same electronic structure as
panel (a) but in a wider energy range, which includes the Ni
3s and 3p bands.

line shows the results obtained using the independent-
particle (IP) approximation, where the time-dependence
of the Hartree-exchange-correlation potential is ignored,
and vgc[pe(r,t), ps(r,t)] is frozen at ¢ = 0. The green
dotted line shows the results of the TDDFT simulation
using the spin-degenerate electronic configuration.

As seen from Fig. [3[ (a), the full TDDFT result shows
a sharp increase in the photoabsorption at around 56 eV.
This energy corresponds to the My 3 absorption edge of
bulk cobalt. Around the M 3 edge, the result obtained
using the IP approximation shows a large deviation from
the full TDDFT simulation result. This indicates that
the microscopic screening effect in the time-dependent
Hartree potential has a significant role in the photoab-
sorption around the Ms 3 edge of cobalt. This is known
as the strong local-field effect for semicore electronic re-
sponses of transition metals, reflecting a large spatial
overlap between the electronic states of the 3p and 3d
bands [31].

From Fig. 3| (a), it can be seen that the result of the
spin-degenerate TDDFT simulation is similar to that of

the full TDDFT simulation, exhibiting a blue shift of
the spectrum around the M3 absorption edge. The
blue shift of the absorption can be understood as the
disappearance of the exchange split of the 3p bands in
the spin-degenerate electronic configuration: In the spin
nondegenerate configuration, as shown in Fig. 1| (b), the
higher-energy 3p band is closer to the Fermi surface than
the other spin band due to the exchange split. Once the
exchange split vanishes due to the spin degeneracy, the
energy difference between the 3p bands and the Fermi
surface effectively increases, resulting in the blue shift of
the absorption edge. This circumstance suggests the pos-
sibility to monitor the magnetization of materials via the
position of the semicore absorption edge.
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FIG. 3. Photoabsorption spectra of (a) cobalt and (b) nickel.
In both panels, the results of the full TDDFT simulation are
shown by the red solid lines, those of the IP approximation
are shown by the blue dashed lines, and those of the TDDFT
simulation with the spin-degenerate electronic configuration
are shown by the green dotted lines.

Figure |3| (b) shows the absorption coefficient of bulk
nickel. By comparing Fig. 3| (a) and Fig. [3| (b), it can be
observed that cobalt and nickel show similar behaviors.
Therefore, the features discussed above are not unique
properties of cobalt but rather general properties of mag-
netic materials.



B. Transient optical properties of laser-excited
magnetic materials

Here, we study the optical properties of laser-excited
magnetic materials using finite-electron-temperature
TDDEFT simulations by mimicking the two-temperature
state of laser-excited matter, in which the electronic sys-
tem reaches a thermalized hot-electron state while the
ionic system remains cold [23]. We evaluate the change
in the absorption coefficient, p(w), by increasing the elec-
tron temperature, T.. Figure {4| (a) shows the change in
the absorption coefficient of cobalt for different electron
temperatures, Au(p, Te) = p(w, Te) — p(w, Te = 300 K),
from room temperature (7. = 300 K). Similarly, Fig-
ure 4| (b) shows the results for bulk nickel. As seen from
Fig.[d] cobalt and nickel show similar features: the change
in the absorption coefficients can be interpreted as the
combination of a decrease in the photoabsorption in the
narrower energy range around the M 5 absorption edge
and an increase in the photoabsorption in the wider en-
ergy range. For cobalt, a significant decrease in the pho-
toabsorption is observed even for a high electron temper-
ature (T, = 0.5 €V). By contrast, for nickel, a relatively
weak decrease in the absorption is observed, and this de-
crease is even overcome by the increase in the absorption
observed for high electron temperatures. This indicates
that the narrow-energy-range decrease in the photoab-
sorption around the M 3 edge reflects a magnetic prop-
erty of materials since cobalt has a larger magnetization
than nickel.

To confirm this hypothesis, we evaluate the change in
the absorption spectrum using the spin-degenerate elec-
tronic configuration. Figure [5| shows the change in the
absorption coefficients with the increase in the electron
temperature, T, for (a) cobalt and (b) nickel using the
spin-degenerate electronic configuration. In agreement
with our hypothesis, neither cobalt nor nickel show a
significant decrease in the photoabsorption around the
My 3 edge when the two spin components are degener-
ate. Therefore, we can confirm that the decrease n the
photoabsrotion in the narrow energy range around the
absorption edge in Figs. [] (a) and (b) is an intrinsic
property of magnetic materials. As seen from Fig.
both cobalt and nickel with the spin-degenerate configu-
ration show a photoabsorption increase in the wide en-
ergy range around the absorption edge. A similar be-
havior has been observed in a previous experiment for
laser-excited bulk titanium, and the photoabsortion in-
crease has been explained in terms of the modification in
the local-field effect due to light-induced ultrafast elec-
tron localization around transition metal elements [19].
Therefore, the wide-energy-range absorption increase in
cobalt and nickel can be also understood as a general fea-
ture of transition metals due to the light-induced electron
localization.

To develop a microscopic understanding of the ob-
served decrease in photoabsorption around the Ms 3 ab-
sorption edge, we evaluate the magnetic properties of
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FIG. 4. Change in the photoabsorption, Ay, for different
electron temperatures, T., for (a) Co and (b) Ni. The re-
sults were obtained using the TDDFT with different electron
temperatures.

cobalt and nickel at a finite electron temperature, T..
Figure [f] shows the magnetization, y, and the exchange
split of the 3p bands, A,., for bulk (a) cobalt and
(b) nickel. As seen from Fig. [6] (a), the magnetization of
cobalt decreases with the increase in the electron temper-
ature but remains finite at T, = 0.5 eV. By contrast, as
seen from Fig. |§| (b), the magnetization of nickel decreases
with the increase in T, and disappears at T, = 0.3 eV.
In both cases, the exchange split, A,., shows a very sim-
ilar trend to that of the magnetization. Furthermore,
the evolution of the exchange split, A,., upon increas-
ing the electron temperature is similar to that observed
for the photoabsorption: The photoabsorption of cobalt
continues to decrease around the absorption edge for
T. < 0.5 €V (see Fig. [4] (a)), whereas that of nickel is
saturated at around T, = 0.3 eV (see Fig. 4| (b)) due
to the closing of the exchange splitting of the nickel 3p
bands, A,.. This indicates that the decrease in the pho-
toabsorption around the M 3 absorption edge of laser-
excited cobalt and nickel can be understood in terms of
the blue shift of the absorption edge through the reduc-
tion in the exchange split upon increasing the electron
temperature.
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FIG. 5. Change in the photoabsorption, Ay, with the in-

crease in the electron temperature, T., for (a) Co and (b)
Ni. The results were obtained using the TDDFT with the
spin-degenerate electronic configuration.
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FIG. 6. Magnetic properties of (a) Co and (b) Ni at a finite
electron temperature. In each panel, the magnetic moment
w1 and the exchange-splitting of the 3p bands are shown as a
function of the electron temperature.

Based on the above analysis, we find that the change
in the photoabsorption of laser-excited cobalt and nickel
consists of the photoabsorption increase in a wider en-
ergy range around the absorption edge and the photoab-
sorption decrease in a narrow energy range around the
absorption edge. The photoabsorption increase is a com-
mon feature of laser-excited transition metals, which re-
flects the laser-induced electron localization and modi-
fication in the microscopic screening properties. On the
other hand, the photoabsorption decrease is a unique fea-
ture of laser-excited magnetic materials, which reflects
the light-induced local demagnetization around the ions
and the subsequent reduction in the exchange splitting
of semicore states. Therefore, this finding indicates that
element-specific local magnetization dynamics can be in-
vestigated via time-resolved transient absorption spec-
troscopy as transient magnetic properties are recoded in
transient absorption spectra.

IV. SUMMARY AND OUTLOOK

We studied the optical properties of laser-excited bulk
cobalt and nickel by extending the first-principles calcu-
lation on the transient absorption spectroscopy with the
TDDFT [23] to magnetic materials. The simulation re-
sults show that the transient absorption of laser-excited
magnetic materials mainly consists of two components.
One is the decrease in the photoabsorption in the nar-
row energy range around the Mp 3 absorption edge, and
the other is the increase in the photoabsorption in the
wider energy range. The wider-range photoabsorption
increase is consistent with a previous result reported for
laser-excited titanium [I9], where the absorption increase
had been explained in terms of the modification in the
local-field effects through laser-induced electron localiza-
tion. Therefore, the increase in the photoabsorption of
cobalt and nickel upon increasing the electron temper-
ature can be interpreted as a general feature of laser-
excited transition metals. By contrast, we found that
the photoabsorption decrease around the M; 3 edge is
an intrinsic property of magnetic materials. Based on
the microscopic analysis of the magnetic properties at a
finite electron temperature, the decrease in photoabsorp-
tion can be understood as the blue shift of the absorption
edge due to the decrease in the exchange splitting.

The above analysis clarifies the relation between
element-specific local magnetic properties and optical re-
sponses of semicore states of the corresponding element.
Based on this finding, one may investigate light-induced
magnetization and spin dynamics in the time domain us-
ing transient absorption spectroscopy. For example, the
application of the attosecond transient absorption spec-
troscopy [10, 12] to magnetic materials may enable ac-
cess to the ultrafast spin dynamics and magnetization
with the attosecond resolution. Therefore, in addition
to the recently developed attosecond circular dichroism
technique with circularly polarized probe pulses [16], the



transient absorption spectroscopy with linearly polarized
probe pulses can be a complementary and alternative ap-
proach to study real-time magnetization and spin dynam-
ics in magnetic materials.
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