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Sample series:
#1 – samples after simple co-precipitation at RT  
#2 – samples synthesized with citric acid and left at RT
#3 - samples synthesized with citric acid and heated in autoclave 24h @160°C
#4- microcrystalline samples obtained after heating #1 in the furnace at a high temperature

CaWO4 HDT 160°C 43nm
CaWO4 RT 5 nm

ZnWO4 HDT 30nm

ZnWO4 RT amorphous
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