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We explore electronic and structural properties of Fm3m Lu-H-N structures with specific N,H
ordering as plausible candidates for near-ambient superconductivity possibly originating from their
remarkably narrow hydrogen-based bands at the Fermi level. Although LuH2.875N0.125 exhibits
an instability persisting up to 17 GPa, it is anharmonically stable near ambient pressure when
accounting for quantum fluctuations. The presence of flat bands near EF is understood to arise
from destructive quantum interference between N-p and surrounding H-s orbitals, with certain
types of defects leaving the flat bands unaffected. The results suggest there is an optimal pressure
near ambient where the superconducting Tc is maximized in this structure by anharmonically-
stabilized low-frequency and non-adiabatically coupled high-frequency hydrogen modes. Despite
the metastability of this structure, its electronic properties and dynamical stability when calculated
beyond a classical harmonic approach can explain the reported near-ambient superconductivity in
Lu-H-N.

I. INTRODUCTION

The theoretical predictions of high Tc superconductiv-
ity in hydrogen-based metals at megabar pressures [1, 2]
have been realized [3–6] (see Ref. [7] for a review), along-
side theoretical work studying the chemical precompres-
sion effects of hydrogen combined with other elements
[8]. Notable compounds in this regard are LaH10 [9, 10]
which was found to agree closely with experiment [3, 4],
followed by later experiments on the YHn system [5, 6]
and ternary hydrides [11, 12].

Experimental evidence for superconductivity near am-
bient conditions in the Lu-H-N system has been recently
reported [13, 14]. These reports have inspired a great
deal of computational studies, most of which yielded neg-
ative results for supporting near-ambient superconduc-
tivity for the compositions considered [15–20]. On the
other hand, density-functional perturbation theory cal-
culations have confirmed that nitrogen doping of LuH3

increases the electron-phonon coupling (EPC) up to over
λ > 3 (arising from multiple modes) in some structures
[15, 21]. Specifically, Pm3m LuH2.75N0.25 was predicted
to have λ ≈ 3 and a Tc of 100 K if quantum stabilization
effects are taken into account [21].

In contrast to focusing on the structures on/near the
convex hull of thermodynamic stability (e.g. Refs. [15–
18]), we searched for structures with electronic properties
suitable for superconductivity. Following this approach
we reported that a class of LuH2.875−δN0.125 structures
supports hydrogen bands at EF [22]. Furthermore, the
representative structure Fm3m LuH2.875N0.125 [Fig. 1(a)]
exhibits a ’metallic hydrogen’ sublattice whose states
form a nearly-flat band 0.2 eV below EF, with corre-

lation effects raising the band to EF [Fig. 1(c)]. Subse-
quent calculations support the flat hydrogen band place-
ment at EF [23]. Two simple estimation methods based
on electronic structure indicators and Bardeen-Cooper-
Schrieffer (BCS) values relative to similar structures pre-
dicted Tc to be in the range of 165-200 K [22]. A key
finding in our previous work was the importance of hav-
ing N in octahedral positions to produce a large density
of hydrogen-based electronic states at the Fermi energy
[DOSH(EF)], an observation confirmed by subsequent
theoretical studies of Lu-H-N structures with N in octa-
hedral positions [15, 21, 23, 24]. Moreover, angle-resolved
photoemission (ARPES) provided indirect evidence for
this or a closely related structure, as it observed a flat
band 0.2 eV below the Fermi energy (EF) [25].
Here we elucidate in more detail the dynamical sta-

bility and electronic properties of Fm3m LuH2.875N0.125

[22] and related structures using density functional the-
ory (DFT) [26–28] and DFT+U [29, 30]. Dynamical
stability analysis indicates Fm3m LuH2.875N0.125 has an
anharmonic potential energy surface (PES) at low pres-
sures, but the high-symmetry structure is stabilized by
quantum nuclear effects using stochastic self-consistent
harmonic approximation (SSCHA) calculations [31]. An-
alyzing the Lowdin charges of LuH3 and LuH2.875N0.125,
we find that the competition between LuN and LuH3−δ

ionic bonding conspires to form a metallic hydrogen sub-
lattice with conduction states at EF. This also forms
flat bands, which is attributed to local quantum interfer-
ence between N-p orbitals and surrounding H-s orbitals;
in other words, localized nitrogen and hydrogen orbitals
have alternating hopping matrix elements between them,
which leads to a near cancellation of oscillatory factors
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FIG. 1: Crystal structure and band structure of the pro-
totypical Fm3m structure considered in this paper. (a)
Fm3m LuH2.875N0.125 structure drawn as an Lu8H23N
supercell. Atoms are hydrogen (white), lutetium (green),
nitrogen (gray). The red arrow indicates the real space
direction corresponding to the X point k-vector. (b)
Face-centered-cubic (FCC) Brillouin zone with the plane
centered on the X-point highlighted as the basis for the
band structure plot. (c) 2-dimensional band structure
centered on the X-point using DFT and (d) DFT+U.
Colors differentiate the bands.

in the single-particle dispersion ϵnk near EF. We illus-
trate how the Fm3m LuH2.875N0.125 electronic structure
(in particular, the flat hydrogen band) is resilient to var-
ious defects. We also find that the pressure dependence
of the electronic and structural properties is consistent
with the superconducting Tc as a function of pressure
suggested for the Lu-H-N system [13, 14]. We conclude
by arguing that there is high potential for superconduc-
tivity in Fm3m LuH2.875N0.125 due to a combination of
non-adiabatic EPC with high-frequency hydrogen modes
due to the nearly-flat bands and high EPC from anhar-
monically stabilized low-frequency hydrogen modes. We
discuss the implications of our calculations for synthesis
of the material.

II. RESULTS

A. Structural Properties of Fm3m LuH2.875−δN0.125

a. Phonon Dispersion. We first address the dynam-
ical stability of Fm3m LuH2.875N0.125. We computed the
harmonic phonons of the structure relaxed using DFT
without U at various pressures, and observe dynamical
instabilities up to 20 GPa. We performed the relax-
ation and phonon calculation at the DFT-PBE level (see
Sec. V for details). The phonon dispersion obtained us-
ing frozen-phonon calculations at 10 GPa are shown in
Fig. 2(a). We examine the phonons at this pressure be-
cause DFT calculations at the LDA/PBE level typically
overestimate the amount of pressure required to stabilize
the FCC RH3 phases by around 10-15 GPa [See Refs.
[32, 33]], elucidated in more detail in a recent SSCHA
study of LuH3 [20]. Some Lu modes have small imaginary
frequencies, but the modes with strongest imaginary part
are hydrogen modes. The mode with the largest imagi-
nary frequency is in the same part of the Brillouin zone
as the center of the flat band [compare Figs. 1(b) and
2(a)], indicative of phonon softening due to the flat band.
While a phonon dispersion like this typically indicates a
distortion away from the parent structure, we now show
this is unlikely to be the case here.
b. Structural Instability. The phonon mode with the

largest imaginary eigenvalue is visualized in Fig. 2(b).
In this mode, the 24d (octahedral) hydrogens (we use
the unperturbed Wyckoff position labeling for consis-
tency) move towards/away from the Lu in the 8c po-
sitions, with 32f (tetrahedral) hydrogens moving to oc-
cupy space left by the perturbed 24d hydrogens. Such
modes in binary hydrides [34] including many RH3−δ

compounds [35–39] exhibit intriguing behavior; for ex-
ample, Raman measurements show that a Y-H breath-
ing mode in YH3−δ is significantly broadened [40], which
implies strong electron-phonon coupling in YH3−δ and
therefore LuH3−δ. As large electron-phonon coupling
causes softening of the harmonic DFT phonons in the
case of LuH2.875N0.125, we find it is important to iden-
tify that all observed phonon instabilities only involve the
motions of the 8c-Lu, 24d-H, and 32f-H atoms in the unit
cell. A close inspection of the contributions to DOS(EF)
yields that the 24d and 32f hydrogens contribute to the
large DOS(EF) peak (see Fig. S2), whereas the 4b octa-
hedral hydrogens not participating in the phonon mode
(colored red) do not contribute to the DOS(EF). This
implies that the electron-phonon coupling is strongest for
the 24d and 32f hydrogens, which are the hydrogens clos-
est to nitrogen atoms. We note it is the stable 4b hydro-
gen that are substituted for N to make Pm3m Lu4H11N
(LuH2.75N0.125) [21].
We also find these planar breathing modes in Pm3m

LuH2.75N0.25, whose isotropic Eliashberg Tc was com-
puted to be 100 K with λ ≈ 3 [21]. We do not find
this coincidental. In that system, such instabilities were
cured at 20 GPa by accounting for quantum and thermal
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FIG. 2: (a) The phonon dispersion interpolated from a frozen-phonon calculation performed on supercells of the
primitive cell (left) and the atom-projected phonon density of states (phDOS). Distinctions between atoms of unique
Wyckoff positions are made for clarity. Imaginary frequencies are plotted as negative. The circle highlights that the
mode with the largest imaginary frequency is centered on the X-point. (b) Visualization of the structure modulated
with the phonon mode with the largest imaginary frequency (blue circle in (a)); 32f-hydrogen (pink), 4d-hydrogen
(red), the 24d-hydrogen participating in the phonon mode (blue), lutetium (green), nitrogen (gray). Arrows indicate
the planar breathing mode of the blue hydrogen atoms. (c) Anharmonicity of the the total DFT energy as a function
of mode eigenvector amplitude, yielding a potential energy surface (PES). Points are explicit DFT calculations, with
lines connecting each point. The PES was mirrored due to the crystal symmetry, though we did explicitly compute a
few inverted points to confirm (not shown).

effects via the SSCHA [31]. As the computational time
for performing the SSCHA on the Fm3m LuH2.875N0.125

cell would be very expensive, we first use the following
quasi-classical calculations to investigate whether such a
calculation is worth it.

c. Phonon Anharmonicity Analysis. In order to es-
timate the energy gain for the distortion along the mode
whose frequency has the largest imaginary amplitude,
we modulate a 2x1x1 supercell with a distortion cor-
responding to the corresponding eigenvector of the dy-
namical matrix, and compute the total DFT energies at
various amplitudes of this modulation [Fig. 2(c)]. We
plot the PES as a function of average hydrogen displace-
ments. We see the slope of energy with respect to dis-
tance is extremely small near zero displacement. For
U=0, the PES is nearly flat near x = 0, with the en-
ergy of distortion lowered by less than 0.1 meV per hy-
drogen. The nearly-flat PES suggests a much smaller
imaginary phonon frequency than computed from the
phonopy results, which can arise because phonopy only
computes the harmonic contribution. The discrepancy
between the two approaches is expected when there is
sizable anharmonicity (coupling between harmonic eigen-
modes), which our present analysis confirms. We also
performed the PES calculations with DFT+U assuming
that the relevant correlated subspace are Lud orbitals.
The results show that the minimum now occurs around
at an average displacement of approximately 0.1 Å, with
the DFT+U energy difference between the extrema still
corresponding to only 0.4 meV per hydrogen. This dif-
ference is still easily small enough for quantum nuclear

effects to overcome, considering the mean-squared dis-
placement

√
⟨(∆x)2⟩ for hydrogen from quantum nuclear

effects is typically larger than 0.2 Å (e.g. 0.24 Å in LiH
[41]). We also note at lower pressures the PES becomes
increasingly anharmonic for all U-values.
The collective coordinate analysis shows the PES is

clearly not quadratic at low displacements, but is at large
displacements, indicating a localized double well of the

form V (x) ∼ ax2 + be−cx2

. As was done for SrTiO3

[42, 43], we solve the Schrodinger equation using the PES
in Fig. 2(c) and find the ground state density of the hy-
drogen for this PES is peaked at the center (Fig. S3). In
comparison, a deeper double well or much heavier atom
would have near-degenerate ground and excited states
with peaks centered in each well, and the ground state
would be susceptible to spontaneous symmetry breaking
(see Fig. S3), indicating a structural distortion.
Analyzing the projected density of states (PDOS) of

the PES energy minimum for the case of DFT+U (Fig.
S2), we find 24d and 32f hydrogen contributions at EF

drop to 5-10 meV below EF, and the 4b hydrogens now
contribute a small amount to the DOS(EF) (more per
atom than the 24d and 32f hydrogens). A similar change
occurs for the U=5.5 eV PDOS. Hence, the electronic
properties of the distorted structure are not particularly
sensitive to the exact U-value used. We also note that
shifting the 24e-Lu atoms from their relaxed x=0.2419
Wyckoff positions to their higher symmetry x=0.25 po-
sitions (with energy cost 9.16 meV/atom for U=5.5 eV)
leads to a remarkable increase in the hydrogen DOS(EF)
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FIG. 3: (a,b) Projected phonon DOS of Fm3m
LuH2.875N0.125 at 0 K and 300 K computed using the
SSCHA accelerated by machine learning. (c) The radial
distribution functions for near-neighbor atoms. Green
dashed lines indicate classical H-H distances, and the
blue dashed line indicates the bond length correspond-
ing to the 24e-Lu being in the symmetric x=0.25 posi-
tion. (d) The inverse-mass-weighted phDOS. Calcula-
tions were performed for a = 10.04 Å (ambient pressure
for PBE). As quantum nuclear effects generally expand
the lattice, the SSCHA calculations predict a slightly
higher pressure at this volume of 2.2 GPa.

(Fig. S10).
d. Anharmonicity of Fm3m LuH2.75N0.125. We also

investigate the effect of vacancies on the electronic and
stability properties of Fm3m LuH2.875−δN0.125. We re-
move the 4d-H atoms (δ = 0.125) to yield Fm3m
LuH2.75N0.125, with our calculations discussed in Sec.
SI-G (also see Fig. S4). While the structural instabil-
ities are similar to the δ = 0 case, the vacancies make
the crystal more prone to a classical structural distor-
tion, which is augmented with the formation of nearly-
localized ’hydrogen-cage’ states right above EF. It is vi-
sually suggestive of metallic superhydride units embed-
ded in the crystal.
e. Quantum Nuclear Effects on Stability. It has

been shown that quantum and thermal effects serve to
anharmonically stabilize cubic LuH3 at ambient pres-
sures [20] despite harmonic DFT calculations requiring
20 GPa to stabilize the structure [44]. Similarly, quan-
tum nuclear effects stabilize Pm3m LuH2.75N0.25 at 20
GPa [21] whereas harmonic DFT calculations require 60
GPa [15]. Given these results and the anharmonicity
analysis above, we performed SSCHA calculations [31]
on Fm3m LuH2.875N0.125 (Fig. 3). Simulations were per-
formed for the Γ-point phonons of the 128-atom conven-
tional cell and made feasible by using machine learning
acceleration, as over one million configurations had to
be sampled for convergence (see Sec. V). As expected,
the quantum corrections stabilize the imaginary modes
[Fig. 2(a)] with temperature effects providing only small
changes. The results indicate that quantum nuclear ef-
fects dynamically stabilize this structure, ensuring it is
at least metastable. Since SSCHA calculations were per-
formed at the PBE level, the dynamical stability may be
slightly overestimated; e.g. Fig. 2(c) shows correlation
effects can enhance the tendency for distortion, but such
effects were not included in the SSCHA.
The SSCHA-relaxed structure has very minor struc-

tural changes from the original DFT-relaxed structure
[22] and produces the same band structure. The radial
distributions of near-neighbor distances [31] at 0 K are
plotted in Fig. 3(c). The nearest-neighbor H-H distance
is very broad due to the quantum nuclear effects. The
classical DFT-level Htet-Hoct and Htet-Htet bond lengths
are 2.14 Å and 2.35 Å respectively. Temperature effects
broaden the Lu-N bond length, which may have signifi-
cant effects on the DOS(EF) (see Fig. S10).
To estimate how the phonon modes may contribute to

the EPC, we also plot the atom-projected phonon DOS
weighted by the inverse atomic weight [Fig. 3(d)], which
gives a rough idea of the hypothetical α2F (ω). We find a
significant contribution from hydrogen vibrations at low
frequencies, which can barely be seen in Fig. 3(a). If
the EPC is mainly derived from hydrogen-based modes,
then this sketch of α2F (ω) is quite consistent with the
α2F (ω) computed for LuH2.75N0.125 [21]. Some relevant
equations for Fig. 3 are given in Sec. SI-I, and one
can see that the inverse mass weighted phDOS gives an
indication of the contributions to α2F (ω).
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FIG. 4: (a) Lowdin charges (relative to neutral) of each atom in Fm3m LuH2.875N0.125, with a schematic layer of the
structure. The two different colors for octahedral and tetrahedral hydrogen are because there are two inequivalent
Htet and Hoct Wyckoff positions. (b) The total contributions of the unique hydrogen types to the DOS(EF) peak.
(c,d) the wannier projections of the DFT+U band structure for tetrahedral (left) and octahedral (right) hydrogen
states, confirming their hybridization at EF.

Further investigation of the classical-nuclei distortions
of LuH2.875N0.125 indicate that the structure is suscep-
tible to the formation of hydrogen trimers (with H-H
distances of 1 Å) and 7-hydrogen complexes with H-H
distances 1.6-1.9 Å weakly coupled by Lud orbitals (Sec.
SI-H). The DFT energy saved is over 22 meV/atom,
showing that the quantum nuclear effects stabilizing the
high-symmetry structure are quite strong. This illus-
trates the competition between hydrogen moleculariza-
tion and the metallic (possibly superconducting) state of
LuH2.875N0.125, similar to that predicted for LaH10[45].

B. Ionic Bonding and the Flat Band at EF

a. Lowdin Charge Analysis. We now examine in
more detail why the nitrogen/hydrogen states at EF

give rise to the previously described flat band in Fm3m
LuH2.875N0.125 [22]. While it is difficult to interpret ab-
solute measures of charge via DFT calculations, we can
estimate charge transfer effects with respect to a refer-
ence system. In our case, we use FCC LuH3 as a reference
and compute the Lowdin charges of Lu atoms to be 23.8
(Lu1.2+) (not counting core electrons) and the Lowdin

charges of Hoct and Htet to be 1.41 (H0.4−). While these
values cannot be taken too seriously, we note IR measure-
ments estimate the hydrogen charges in the similar sys-
tem YH3−δ to be H0.5− [46]. In comparison, the Lowdin
charges of Fm3m LuH2.875N0.125 have Lu

0.5+, N2.5−, and
H0.05/0.10− [Fig. 4(a)]. This illustrates the effect of nitro-
gen’s high electronegativity and preferential charge trans-
fer from Lu, resulting in a more pronounced ionic bond
than with the hydrogens. Interestingly, the charge on the
hydrogens is close to zero, similar to the predictions for
high-Tc LaH10 [3, 4, 47, 48].
An analysis of the PDOS shows the Htet ions closest to

N atoms bring many more states to EF than the hydrogen
farther from N [Fig. 4(b)]. They hybridize with the octa-
hedral hydrogens/nitrogens to form a metallic hydrogen-
dominated sublattice that gives rise to hydrogen-based
flat bands around EF. The Htet closest to N atoms form
the smaller honeycomb-like structure seen in the top slice
of Fig. S1(a), whereas the Htet farther from N form
larger conduction rings with the octahedral hydrogen.
The most dominant contribution at EF comes from 24d
hydrogens that are sandwiched between two nearby N
atoms [red hydrogens in Fig. 4(a)], which can be seen
to be critical to the formation of both types of ring-
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FIG. 5: (a) Band structure comparison between the 6-orbital Wannier90 tight-binding model with all hoppings
included (black) vs when only hoppings below a distance of 12 Å are included (red). (b) Associated Fermi surface
of the 6-orbital model in agreement with DFT calculations [22]. (c) Representative Wannier function, showing an
extended Hoct s-orbital surrounded by 8 Htet s-orbitals. (d) Comparison between a simple 3-orbital Kagome model
(left) and the bands of Fm3m LuH2.875N0.125 near EF centered on the X-point (right). The tight-binding model
parameters are given in Fig. S1.

like structures. Importantly, the hydrogen states that
contribute significantly to DOS(EF) are those associated
with the soft phonon modes, indicating the role of elec-
tron phonon coupling.

We note that this nitrogen-induced charge transfer ef-
fect varies with changing U (in context of DFT+U). This
effect is not surprising, as U=8.2 eV for the Lud orbitals
is needed to describe the LuN band gap with our choice
of pseudopotentials. The bandgap shifts from 0.2 eV to
its experimental value of 1 eV [49] with this U value [22];
indeed, raising U tends to shift the energy of Htet states
higher relative to EF [see also Fig. 1(c)].

b. Tight-Binding Model. We created tight-binding
models from the DFT calculations on the 32-atom primi-
tive cell in order to capture the effective electronic struc-
ture near EF (see Sec. V). We began with models using
Htet

s , Hoct
s , Np, and Lud as initial projections and repro-

duce the DFT band structure in a large (±5 eV) range
around EF. Removing the Lud orbitals yields a model
with 26 Wannier functions (WFs), which again repro-
duces the bands in a wide range around EF. However, a
10-WF model using Hoct

s and Np initial projections failed
to reproduce the band structure near EF without unrea-
sonably long-range hoppings (40 Å).

We use the 26-WF model to understand how quan-
tum interference can give rise to the flat band in
LuH2.875N0.125. Inspired by the ring-like structures
shown in Fig. S1, we plot the corresponding nitrogen-
hydrogen sublattice showing the nearest-neighbor hop-
ping parameters (colored to indicate sign) in Fig. S8. A
complex triangular lattice is illustrated, where nitrogen
hoppings to the nearest Htet have alternating sign. This
is reminiscent of Kagome and Haldane models, which
produce flat bands [50], though our supercell structure
necessarily requires a more complex model. To illustrate
how quantum interference can arise from alternating hop-
pings, we show how a simple 3-orbital Kagome lattice
tight-binding model (for its parameters, see Fig. S1) re-
produces the flat bands centered on the X-point near EF

surprisingly well [Fig. 5 (d-e)], though also reproducing
the other (non-flat) bands in the rest of the Brillouin zone
would require more orbitals.
It is also possible to obtain non-atomic WFs in order

to reduce the complexity of the tight-binding model for
LuH2.875N0.125. We use the selected columns of density
matrix (SCDM) method to define initial projections [51]
in order to generate extended initial projections, leading
to non-atomic WFs. We are able to reproduce the sharp
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vHs/flat band at EF using a total of 6 WFs, though using
7 WFs improves the nitrogen-based bands below EF con-
siderably. The extended WFs (shown in Fig. S7) have
spreads Ωn ≈ 8 − 11 Å2 each. The minimization pro-
cess for the WF spreads was augmented with injection
of noise several times during the process to avoid local
minima in favor of a global minimum. Our tight-binding
model therefore represents a reasonably minimal model
of the system’s electronic properties.

The tight-binding band structure, corresponding Fermi
surface, a representative WF, and comparison to a
Kagome model are shown in Fig. 5 (see also Figs. S7
and S1). 4 WFs out of the 6 WFs correspond to ex-
tended composed of an octahedral hydrogen, the eight
surrounding tetrahedral hydrogen, and for some WFs
also the nearest Hoct atoms, with the remaining two WFs
being nitrogen p-like orbitals somewhat hybridized with
nearby tetrahedral hydrogen (Fig. S7). The relatively
extended WF size allows us to avoid needing to have a
WF for each hydrogen, yielding a minimal model with as
few WFs as possible. These extended orbitals are best
described as non-bonding or weakly anti-bonding due to
the weak increase of the respective single-particle ener-
gies with pressure. These nitrogen-based WFs contribute
less to the DOS(EF) than those that are hydrogen-based
(Fig. S9). We find that the band structure near EF

is not particularly sensitive to long-range or small hop-
pings by comparing the full tight-binding model bands
with those from ignoring hoppings below 0.01 eV and
longer-range than 12 Å [Fig. 5(a)]. Interestingly, these
WFs are centered on the octahedral H/N atoms, and
have alternating-sign NN hoppings as well, suggesting
destructive quantum interference in a 3D cubic model
can equally be used to interpret the flat bands [52]. We
list the tight-binding matrix elements in Sec. SI-J. As
an example of the alternating signs, we take WFs 1 and
4, noting H1,4[0, 0,−2] = −0.47, H1,4[−1, 0,−1] = 0.46,
H4,1[1, 0, 1] = 0.46, and H4,1[0, 0, 2] = −0.47.
We note recent observations indicate that emergent

flat bands yield observable localized electron states [53].
Based on our extendedWFminimal model, the flat bands
in LuH2.875N0.125 correspond to quasi-localized electrons
in the octahedra between Lu atoms, shared between the
8 Htet and central Hoct. Such localized states emergent
at EF can even cause systems to emulate heavy fermion
behavior [54], including a nonmagnetic ’charge Kondo’
resistance anomaly [55–57]. Such behavior was observed
in Tl-doped PbTe where the effect was proposed to be
responsible for an anomalously high Tc [58]. Similar
hybridization-induced flat bands and resistance anoma-
lies appear to be present in the La3Ni2O7 superconductor
[59, 60].

C. Flat Band Resilience to Defects

We investigate the role of defects on the flat band,
extending the hydrogen vacancy analysis we performed

FIG. 6: Projected electronic density of states com-
puted with DFT+U (U on Lud) for Lu8H22N (A) (top),
Lu8H22NO (middle left), and Lu31H92N3 (middle right),
where a LuN unit was removed from the structure. The
drawings at the bottom indicate the modifications of the
middle two structures; hydrogen atoms replaced by larger
oxygen atoms in the bottom left, and a LuN unit removed
from the bottom right. Relaxation was performed only
for the top left case.

previously [22]. Removing the 4b hydrogen from Fm3m
LuH2.875N0.125 only produces an electron-doping effect
[Fig. 6(a)]. While the 4b hydrogen were irrelevant to
the DOS peak and EPC, they do capture an average
of 0.05 electrons. We found that hole-doping the 32-
atom primitive unit cell by 1 hole brings EF back to
the hydrogen peak but otherwise leaves the DOS shape
unchanged. This configuration also has the DOS peak
height increased by bringing the 24e-Lu to their sym-
metric x=0.25 positions [Fig. 6(b)].
A more striking perturbation to the system involves re-

placing the 4b hydrogens entirely with oxygen [Fig. 6(c)].
The PDOS reveals a modest decrease of the hydrogen
DOS peak compared to Fig. 6(a), but is otherwise un-
perturbed. Another striking observation is that removing
an entire LuN unit from the 128-atom unit cell, (yielding
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FIG. 7: (a) Pressure dependence of the anharmonic PES
of the mode with the largest magnitude of the imaginary
frequency of Fm3m LuH2.875N0.125 using the SSCHA-
relaxed structure. (b) Schematic sequence of phases sug-
gested by the present calculations. (c) Associated elec-
tronic PDOS of Fm3m LuH2.875N0.125 in each of the pres-
sure regimes. For high pressure we used the PBE-relaxed
structure at 20 GPa.

Lu31H92N3) preserves the flat band [Fig. 6(d)]. These
findings suggest that a range of vacancies and structural
defects such as grain boundaries do not necessarily de-
stroy the flat bands under the assumption that the struc-
ture does not appreciably distort.

III. DISCUSSION

A. Potential Superconductivity

We discuss the implications of our findings for potential
superconductivity in the Lu-H-N system. We find that
a model structure in this system, Fm3m LuH2.875N0.125,
is dynamically stabilized with the inclusion of quantum
nuclear effects. This does not mean that the electron-
phonon coupling is small, despite the conventional wis-

dom that large EPC causes structural distortions [61]. In
this case, model calculations indicate that when vibra-
tional degrees of freedom greatly outnumber electronic
degrees of freedom, CDW distortions can be prevented
due to quantum nuclear effects [62]. This is indeed sat-
isfied in Fm3m LuH2.875N0.125, whose electronic degrees
of freedom near EF are primarily composed of simple Hs

orbitals. We also find magnetic instabilities are unlikely
[22] (also see Ref. [63]). The remaining instability is
therefore superconductivity.
Unfortunately, full Migdal-Eliashberg calculations for

the superconducting gap/Tc are beyond our computa-
tional resources. However, we are able to estimate λ
using finite differences for q=0 phonons by the method
outlined in Ref. [64]. The result gives a total λ = 1.81
despite lacking the contributions from modes with imag-
inary frequencies. For comparison, a full calculation for
FCC LuH3 including quantum/thermal stabilization has
λ ≈ 1.6, leading to a Tc estimate of 50 K [20]. To get
an idea of what λ should be for the anharmonically sta-
bilized high-symmetry phase of Lu2.875N0.125, we note
SSCHA-stabilized LuH2.75N0.25 has λ ∼ 3 at 20 GPa [21],
and our own calculations on LuH2.75O0.25 at 25 GPa also
compute λ ∼ 3 with an Eliashberg Tc of 125 K [65].
Such large λ ≥ 2 brings us to the strong coupling limit

of the Eliashberg equations [61]. In the strong coupling

limit Tc ∼ ωln

√
λ, there is a balance between λ and ωln;

as λ increases, it softens phonon frequencies, decreas-
ing ωln [61, 66]. However, for these hydrides the quan-
tum nuclear effects of hydrogen stabilizes the low fre-
quency modes, where strong electron-phonon couplings
exist. This implies there is a pressure range of a few
GPa where quantum nuclear effects keep ωln roughly
fixed even as N doping increases λ through increasing
DOSH(EF) and increased charge neutrality of hydrogen
atoms.

B. Pressure Dependence of Structure

The poor treatment of correlation effects in DFT
may lead to an underestimate of the lattice constant
of LuH2.875N0.125; FCC LuH3−δ has a lattice constant
of 5.12-5.16 Å [32, 67] but even DFT-PBE, which is
known to overestimate volumes [68], predicts a much
smaller value of 4.99-5.02 Å [15, 69]. Our preliminary
self-consistent DFT+U calculations within the linear re-
sponse constrained DFT formalism [70, 71] also indicate
that the lattice constant of LuH2.875N0.125 is expanded
by upwards of 1.5% relative to the PBE values from cor-
relation effects. Therefore, we consider the effect of lat-
tice expansion on the anharmonicity analysis performed
previously [Fig. 2(c)]. We repeat analyzing the leading
structural instability from the phonon dispersion for dif-
ferent lattice constants, using the SSCHA-relaxed struc-
ture as a starting point. We find that the depth of the
double well (and thus tendency for distortion) increases
as the lattice constant is increased [Fig. 7(a)]. This result
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is consistent with experiments on other RH3 compounds,
which suggest the PES shifts from anharmonic, to flat, to
harmonic on compression [36, 37, 72] and heating [35, 73–
75].

Based on estimates from our first-principles cal-
culations, we hypothesize the phase diagram of
LuH2.875−δN0.125 takes the form shown in Figure 7(b).
For the ambient pressure phase, we assume that the cor-
relation effects and larger lattice constant both increase
the likelihood of distortion at ambient pressures, which
takes the form of a hydrogen molecularization transition
which is semimetallic or semiconducting when looking at
the leading instability [Fig. 7(c); see also Fig. S5] at
low temperatures. At high pressures the hydrogen atoms
are all harmonically stabilized, but a large remnant EPC
may still result in a high temperature superconductor. At
pressures between these two limits (e.g. 1-10 GPa) there
is a competition between molecularization and metallic-
ity similar to LaH10 [45], except in this case the quantum
nuclear effects stabilize the high symmetry metallic struc-
ture at near-ambient pressures. As the anharmonic PES
results in large hydrogen displacements, the associated
electron-phonon coupling is likely nontrivially affected,
like PdH [76] and the ’rattling superconductor’ KOs2O6

[77, 78]. It is possible that the anharmonicity from the
proximity to this structural transition would maximize
Tc, similar to how bulk BaPb1−xBixO3 exhibits both
maximal Tc and granular superconducting behavior as
it approaches its insulating phase [79].

The electronic structure of Fm3m LuH2.875−δN0.125 at
different pressure ranges illustrates that the flat bands
near EF only exist in the high-symmetry structure. The
large effective electron masses associated with the flat
bands, in combination with the light mass and nearly-
flat PES for the octahedral hydrogen, imply anomalously
large vertex corrections to the Migdal-Eliashberg ap-
proach [80, 81]. We note vertex corrections give around
a 20% increase in Tc for SH3 [82] and FeSe/SrTiO3 inter-
faces [83]. However, vertex corrections can also reduce Tc,
so we cannot with certainty state Tc in this system would
be maximized in this intermediate pressure regime. Our
conjectured phase diagram would explain the pressure-
dependence of Tc reported in Lu-H-N samples [13, 14].
More precise quantitative results on the pressure ranges
of this phase diagram as well as the superconducting
properties will require systematic, self-consistent treat-
ment of correlation and quantum nuclear effects, which
we plan to pursue in future work.

C. Role of Nitrogen

Our results indicate that nitrogen in LuH3−δNϵ can
play a role beyond hole-doping. As Lu preferentially
forms stronger ionic bonds with N over H, the hydro-
gen sublattice can form an extended metallic network
at EF, which remains metastable for this nitrogen dop-
ing level. For Fm3m LuH2.875−xN0.125, the alternating

hoppings between N and nearby hydrogen induces nearly
flat bands near EF, with the highest-energy band (at EF)
having mostly hydrogen character. These effects explain
why the Tc estimates for this system are much higher
than that for VCA calculations of hole-doped LuH3 [84].
While hydrogen orbitals are normally either highly dis-
persive s-orbital states or fully bonded and nonmetal-
lic, the model structures presented produce metallic hy-
drogen states with large effective masses whose single-
particle Wannier functions are composed of extended or-
bitals involving 7-9 hydrogen s-orbitals at a time. De-
pending on the details of the correlation effects, the ef-
fective masses of the electrons may approach that of the
hydrogen nucleus (the proton).

D. Implications for Synthesis

Our predicted metastability of Fm3m LuH2.875N0.125

has implications for the synthesis and identification of
potential superconducting Lu-H-N. If correlation effects
and/or a larger lattice constant result in hydrogen dis-
tortion such as in Fig. S5, LuH2.875−δN0.125 may be
semimetallic or semiconducting at ambient pressures. We
note our stability calculations for Fm3m LuH2.875N0.125

at 2 GPa exhibits stiffer phonons less sensitive to pres-
sure or temperature corrections, features that suggest
more resistance toward decomposition than FCC LuH3

[20]. This means we can draw comparisons to the ex-
perimental work on cubic LuH3. While pristine LuH3−δ

transforms to a hexagonal structure below 12 GPa [32],
a supercell distortion of cubic LuH3−δ is produced on
compression of hexagonal LuH3 to 2 GPa in a nitrogen
environment [67]. This observation is reasonably consis-
tent with SSCHA calculations [20] predicting cubic LuH3

is stable near ambient conditions. Methods used for sta-
bilizing cubic YH3 may also prove useful [85–87]. As
hole-doping RH3 typically leads to hydrogen loss in am-
bient conditions [85], bulk LuH2.875N0.125 may require a
hydrogen gas environment [86] or a surface coating with
an H2 resistant surface film to prevent hydrogen loss. In-
terestingly, LuH3 itself may serve as a hydrogen diffusion
barrier like YH3 [88], which may simplify the synthesis.
Despite its dynamical stability when including quan-

tum nuclear effects, DFT calculations indicate Fm3m
LuH2.875N0.125 at ambient pressures is 150 meV/atom
above the convex hull [15, 19] and therefore may need
to be first synthesized at higher pressures or other pro-
cesses. Previous work on nitridization properties of
LuH3 may prove useful for the successful synthesis of
LuH2.875−δNϵ structures with N in octahedral positions
[89]. Recently, N-doped FCC LuH3 with approximate
stoichiometry LuH2.83N0.17 was synthesized and recov-
ered to ambient conditions [90] using one of the stabi-
lization procedures we recommended above [87].
The flat band near EF observed in via ARPES mea-

surements of Lu-H-N [25] is consistent with our pre-
dictions for Fm3m LuH2.875N0.125 [22]. However, we
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find flat bands near EF can be created in other stoi-
chiometries. One example is Lu16H47N (see also Ref.
[15]) with an Im3m structure, whose electronic struc-
ture is unchanged from hole-doped LuH3 aside from
a flat nitrogen band just below EF (Fig. S11). A
comparison of the above composition to LuH2.875N0.125

[22] and LuH2.75N0.25 [21] illustrates the strong doping-
dependence of the electronic structure of LuH3−δNϵ.

IV. CONCLUSIONS

This work establishes the quantum nuclear effects
on the structural and electronic properties of Fm3m
LuH2.875N0.125. In particular, we show that the structure
is dynamically stable at 2 GPa with the PBE functional
and unveil the origin of its nearly-flat hydrogen-based
band near EF. Our calculations indicate structures near
this stoichiometry (e.g., LuH2.875−δN0.125) are plausible
candidates for a superconducting Lu-H-N phase, with
fine tuning of the doping, pressure, and small distor-
tions of the octahedral hydrogen all capable of raising
Tc. Our calculations suggest LuH2.875N0.125 undergoes a
pressure-induced phase transition from a semiconduct-
ing or semimetallic molecularized hydrogen state to a
metallic (and possibly superconducting) state in the 1-10
GPa pressure range. Despite its dynamical stability with
quantum nuclear effects, the structures considered here
may not be on the convex hull based on first-principles
calculations. Synthesis, annealing, and storage meth-
ods may all impact the kinetic stability and determine
whether such a material will be metastable enough to
take advantage of its utility as a near-ambient supercon-
ductor.

This research was supported by the U.S. National Sci-
ence Foundation (NSF, DMR-2104881; R.H.), the U.S.
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istration (DOE-NNSA) through the Chicago/DOE Al-
liance Center (DE-NA0003975; A.D., E.Z., R.H.), the
DOE Office of Science (DE-SC0020340, E.Z., R.H.), and
NSF SI2-SSE (Grant 1740112; H.P.)

V. METHODS

We performed DFT calculations primarily with the
Quantum Espresso software package [28]. The SSSP
database [91] was used to vet pseudopotentials for conver-
gence of the computed pressure, phonon frequencies, and
formation energies. Accordingly, we chose the pseudopo-
tential for Lu from Ref. [49], and the pslibrary pseu-
dopotentials for N and H [92]. Each relaxed structure had
remaining forces under 1e-5 Ry/Bohr, and energy differ-
ences were under 1e-5 Ry. We used wavefunction plane-
wave cutoffs of 75 Ry for the structures and charge den-
sity cutoffs of 300 Ry, though we performed convergence
tests with higher values and found no differences. We
generally used tight k-meshes corresponding to 0.13 Å−1,

but did convergence tests with more k-points as needed,
such as for Fig. 2(c). We used Quantum Espresso’s de-
fault atomic projections for the PDOS calculations, and
used maximally localized Wannier functions [93, 94] to
create the minimal tight-binding model. The phonopy
software [95] was used to compute the phonon spectrum
in Fig. 2(a), in which the phonons are computed with
the finite displacement method. The shown phonon spec-
trum is interpolated from a 2×2×2 q-mesh. The phonopy
calculation for the harmonic modes was performed using
the default displacement distances of 0.0105Å. Density
functional perturbation theory (DFPT) calculations [96]
produced similar results. When using DFT+U [29, 30]
we placed U on Lud orbitals.
The SCF calculations for the SSCHA were performed

with Quantum Espresso using the PBE functional and
a PAW pseudopotential. The cutoff on the wavefunc-
tions was 80 Ry with a 0.02 Ry smearing and a 53 k-
point mesh. A machine learning active learning proce-
dure through the MLIP package [97] was used in order
to reduce the DFT load. The SSCHA relaxation was per-
formed with a fixed cell but allowing the atoms to relax to
their equilibrium positions. In the SSCHA [98], the dis-
placed configurations for the various supercells used for
the MTP training were generated at 300 K and 0 K. The
relaxation was performed by fixing the size and shape of
the cell, but allowing the atoms to relax to their equi-
librium positions. The MLIP package [97] was employed
to generate an MTP of level 10, with cutoff distances
of 0.9 < x < 9 Å. Every structures with extrapolation
grade γselect > 2 became a candidate for retraining the
potential.
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abatic superconductivity: electron-phonon interaction
beyond Migdal’s theorem, Phys. Rev. Lett. 75, 1158
(1995).

[81] J. Hague and N. d’Ambrumenil, Breakdown of migdal–
eliashberg theory via catastrophic vertex divergence at
low phonon frequency, Journal of Low Temperature
Physics 151, 1149 (2008).

[82] F. Schrodi, P. M. Oppeneer, and A. Aperis, Full-
bandwidth eliashberg theory of superconductivity be-
yond migdal’s approximation, Phys. Rev. B 102, 024503
(2020).

[83] G.-Z. Liu, Z.-K. Yang, X.-Y. Pan, and J.-R. Wang, To-
wards exact solutions for the superconducting Tc in-
duced by electron-phonon interaction, Phys. Rev. B
103, 094501 (2021).

[84] Z. Ouyang, M. Gao, and Z.-Y. Lu, Superconductivity
at ambient pressure in hole-doped LuH3, arXiv preprint
arXiv:2306.13981 (2023).

[85] R. Kataoka, T. Kimura, N. Takeichi, and A. Kamegawa,
Stabilization of face-centered cubic high-pressure phase
of REH3 (RE= Y, Gd, Dy) at ambient pressure by alkali
or alkaline-earth substitution, Inorganic Chemistry 57,
4686 (2018).

[86] R. Kataoka, T. Kojima, K. Tada, M. Kitta, N. Takeichi,
K. Sakaki, M. Nozaki, T. Kimura, and A. Kamegawa,
Face-centered-cubic yttrium trihydride high-pressure
phase stabilized at ambient pressures by mechanical
milling, Materialia 15, 100956 (2021).

[87] R. Kataoka, N. Taguchi, M. Kitta, N. Takeichi, R. Ut-
sumi, H. Saitoh, M. Nozaki, and A. Kamegawa, The
origin of the highly crystallized face-centered cubic YH3
high-pressure phase when quenched to ambient condi-
tion, Materials Today Comm. 31, 103265 (2022).

[88] F. Den Broeder, S. Van der Molen, M. Kremers, J. Huib-
erts, D. Nagengast, A. Van Gogh, W. Huisman, N. Koe-
man, B. Dam, J. Rector, et al., Visualization of hydro-
gen migration in solids using switchable mirrors, Nature
394, 656 (1998).

[89] T. Dierkes, J. Plewa, and T. Jüstel, From metals to
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SI-F. Tc ESTIMATE

We performed DFT calculations using Quantum
Espresso [28] at the PBE level [99] to match the calcu-
lations used to create the networking-value Tc estimator
[47], as using other functionals would invalidate the usage
of the estimator. The networking-value Tc estimator [47]
was derived by correlating the electronic properties and
Eliashberg Tcs computed for hydride superconductors. It
takes the form

Tc ≈ 750Φ− 85 (Kelvin) (1)

Φ ≡ ϕcrit
net ×Hf × 3

√
DOSH,rel(EF ) (2)

ϕcrit
net ≡ Connectivity of electronic H network (3)

Hf ≡ # of H forming network

# of atoms in unit cell
(4)

DOSH,rel(EF ) ≡
DOSH(EF )

DOStot(EF )
(5)

where ϕcrit
net is the isovalue of the Electron Localization

Function (ELF) as computed by Quantum Espresso us-
ing nspin=1, where the hydrogen form an extended net-
work. This Tc estimator is reportedly indicative of
Eliashberg predicted Tc for hydrides, correct within a
range of 60 K [47]. For Lu8H23N (A) we had computed
ϕcrit
net = 0.51, we used Hf = 22/32 since the 4b hydro-

gen only joined the network at a slightly lower isovalue,
and the QE projections resulted in DOSH,rel(EF ) ≈ 0.5.
This resulted in a networking-value Tc of about 123 K.
In the present work, we used Maximally Localized

Wannier Functions (MLWF) [93] for the atomic projec-
tions [see Fig. 4(c-d)], which are unitary transformations
from the Kohn-Sham states, and now find the EF states
are almost entirely hydrogen based. We also simulated
2 GPa of pressure consistent with the experimental con-
ditions [13], resulting in an increased ϕcrit

net = 0.52 for
Hf=22/32. These factors raise the networking-value Tc

estimate up to 185 K, becoming consistent with the BCS
Tc ratio of 200 K we had mentioned at the end of our pre-
vious work [22]. This 185 K estimate may be an underes-
timate since the magnitude of the peak is not accounted
for in the networking-value Tc estimator, whereas we
clearly have a huge peak. Furthermore, full-bandwidth
Eliashberg calculations find for H3S that doping to the
DOS peak increases the predicted Tc by a respectable 30
K [100]. Therefore, we find it plausible this Tc estimate
is a severe underestimation for this structure.

SI-G. ANHARMONICITY OF FM3M
LUH2.75N0.125

We also analyze the structural stability upon introduc-
ing some hydrogen vacancies in Fm3m LuH2.875N0.125.
By removing the 4d-H atoms we obtain LuH2.75N0.125,

which we find experiences similar structural distortions to
LuH2.875N0.125. The PDOS of the high-symmetry struc-
ture is also dominated by a hydrogen metallic phase [Fig.
S4(a)] whose superconducting Tc is estimated to be 175 K
(see Sec. SI-F). The harmonic q = 0 phonons are calcu-
lated for a 124-atom supercell, with the atom-projected
phonon DOS indicating a hydrogen-based distortion as
the leading instability [Fig. S4(b)]. As before, we in-
vestigated the anharmonicity of the total DFT energy
with respect to displacing atoms along the mode with the
largest imaginary value for its frequency. The computed
PES is fairly flat near zero displacement, with minima
corresponding to an average hydrogen displacement of
0.14 Å [Fig. S4(c)]. The energy gain at these minima
is 3.5 meV/hydrogen compared to 0.4 meV/hydrogen in
LuH2.875N0.125, indicating this stoichiometry is more sus-
ceptible to these distortions. A similar 1D Schrodinger
equation model using the PES in Fig. S4(c) for a single
hydrogen atom finds the ground state hydrogen nuclear
density (inset) is almost flat. Rather than remaining
metallic upon distortion along this phonon mode, the
structure becomes semiconducting with a PDOS peak
just above EF [Fig. S4(d)]. Given the flat hydrogen
ground state density, this implies the system fluctuates
between a nearly equal superposition of metallic and in-
sulating states. We visualize the distorted structure [Fig.
S4(e)], and can link the PDOS peak 0.2 eV above EF to
quasi-localized states associated with the two Lu-H com-
plexes highlighted in blue. Regarding the isotope effect,
the extra mass would concentrate the ground state den-
sity at the two minima, resulting in a semiconductor.

SI-H. CLASSICAL DISTORTIONS OF FM3M
LUH2.875N0.125 AND FORMATION OF LOCAL 7-H

NETWORKS

While quantum effects are observed to stabilize the
high symmetry metallic phase of Fm3m LuH2.875N0.125

at 2 GPa at the PBE level, an examination of the classi-
cally preferred distortions is still relevant to understand
how the electronic structure changes with quantum fluc-
tuations of the nuclei, as this is associated with the
electron-phonon coupling.
To that end, we start with the SSCHA-relaxed struc-

ture and let it undergo variable-cell relaxation at 1 GPa.
The structure relaxes to form linear hydrogen trimers
with internal H-H distances of 1 Å [Fig. S5 (left)]. We
also identify two 7-hydrogen complexes in the cell using
the Electron Localization Function [Fig. S5 (middle)].
The H-H distances in these complexes vary from 1.6 Å
to 1.9 Å, with the maximum ELF isovalue that captures
their bonding being 0.62. This puts them in the cova-
lent bonding class of hydrides [47], which intriguingly has
a spike in superconducting Tc in materials with short-
est H-H distance of 1.55 Å(which all coincidentally are
trihydrides, AH3). To understand the electronic prop-
erties of this cell we plot the PDOS and find a small
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gap has opened, indicative of semimetallic behavior [Fig.
S5 (right)]. As DFT-PBE typically underestimates band
gaps, this semimetallic phase may instead be semicon-
ducting. The peak right above EF can be mostly at-
tributed to the 7-H complexes. By looking at the in-
tegrated local density of states (ILDOS) from 0-0.5 eV
above EF (Fig. S6(left)) we find that the QE projections
underestimate the PDOS contribution of Hs due to the
significant spatial overlap of the Lud orbital radius with
the hydrogen atoms. The ILDOS indicates that the na-
ture of the conducting network just above EF is that
of the extended H complexes with high electron density
weakly bonded to form a periodic metallic network by
Lud orbitals (Fig. S6(right)).

The total DFT energy saved by this distortion from
the high-symmetry SSCHA-relaxed structure amounts to
over 22.5 meV/atom. However, we already saw the SS-
CHA converges to the high symmetry structure. This
indicates that anharmonic stabilization from quantum
effects in Fm3m LuH2.875N0.125 is quite significant to
prevent formation of bound hydrogen molecules, a well-
known effect in metal hydrides [101].

SI-I. α2F (ω) EQUATIONS

The formulas for α2F (ω) and that used for Fig. 3(d)
are:

γµ(q⃗) =
∑
k⃗nm

δ(ϵkn − ϵF )δ(ϵk+q,n − ϵF )

∣∣∣∣∣∑
a

ϵaµ(q⃗)√
Ma

dakn;k+qm

∣∣∣∣∣
2

(6)

α2F (ω) =
1

2πNF

∑
qν

γµ(q)

ωqµ
δ(ω − ωqµ) (7)

DOSA
weighted(ω) =

∑
µq

M0
µ

∣∣ϵAµ (q)∣∣2
MA

δ[ω − ωµ(q)] (8)

Here γµ(q⃗) is the phonon lifetime of branch µ whose
energy is ωqµ, ϵF is the Fermi energy, Ma is mass, ϵaµ(q⃗)
indicates polarization, dakn;k+qm are electron-phonon ma-
trix elements, and NF is the density of states at the Fermi
energy.

SI-J. 6-ORBITAL TIGHT-BINDING MODEL

Here we list the tight-binding matrix elements of the
6-WF model described in the text. We only list the ele-
ments with matrix elements above 0.1 in absolute value;
we are happy to share the remaining elements upon re-
quest. Rx,Ry,Rz refer to unit cell indices, m and n refer
to WF indices, and H refers to the tight-binding elements.

Rx Ry Rz m n H[Re] (eV) H[Im] (eV)
-2 0 0 5 3 -0.235800 0.000933
-1 -1 0 5 3 0.228939 -0.000905
-1 -1 0 5 6 -0.221397 -0.000087
-1 0 -1 1 4 0.459268 -0.000066
-1 0 -1 1 6 -0.342960 -0.000803
-1 0 0 5 2 0.430709 -0.001180
-1 0 0 6 3 0.443425 -0.001939
-1 0 0 1 6 -0.343030 -0.000803
-1 0 0 2 6 -0.364583 -0.001143
-1 0 0 5 6 -0.211822 -0.000083
-1 1 0 1 1 0.202198 -0.000000
0 -1 0 2 6 -0.349415 -0.001095
0 -1 1 5 1 0.401877 -0.000782
0 -1 1 2 2 0.229908 -0.000000
0 0 -2 1 4 -0.471485 0.000067
0 0 -1 2 2 0.228012 0.000000
0 0 0 1 1 14.020245 -0.000000
0 0 0 5 1 0.380270 -0.000740
0 0 0 2 2 14.222420 -0.000000
0 0 0 5 2 0.402105 -0.001102
0 0 0 3 3 14.007575 0.000000
0 0 0 6 3 -0.437418 0.001912
0 0 0 4 4 14.234139 0.000000
0 0 0 1 5 0.380270 0.000740
0 0 0 2 5 0.402105 0.001102
0 0 0 5 5 14.079154 0.000000
0 0 0 3 6 -0.437418 -0.001912
0 0 0 6 6 13.838899 0.000000
0 0 1 2 2 0.228012 -0.000000
0 0 2 4 1 -0.471485 -0.000067
0 1 -1 2 2 0.229908 0.000000
0 1 -1 1 5 0.401877 0.000782
0 1 0 6 2 -0.349415 0.001095
1 -1 0 1 1 0.202198 0.000000
1 0 0 6 1 -0.343030 0.000803
1 0 0 6 2 -0.364583 0.001143
1 0 0 2 5 0.430709 0.001180
1 0 0 6 5 -0.211822 0.000083
1 0 0 3 6 0.443425 0.001939
1 0 1 4 1 0.459268 0.000066
1 0 1 6 1 -0.342960 0.000803
1 1 0 3 5 0.228939 0.000905
1 1 0 6 5 -0.221397 0.000087
2 0 0 3 5 -0.235800 -0.000933



18

FIG. S1: (a) ILDOS of Lu8H23N (A) from Ref. [22]. Markers indicate Kagome-like patterns of the conduction states
at EF . (b) Model showing that an alternating-phase s-orbital tight-binding model on a Kagome lattice can lead to
flat bands. (c) A wannier function from the minimal tight-binding model illustrating the alternating phases of the
hydrogen s-orbitals in the lattice at EF .

FIG. S2: Anharmonicity analysis of Fig. 2(c) as well as the electronic PDOS of the system at 0 (a) and optimal (d)
modulation, both using DFT+U with U on Lud orbitals. The hydrogen states only move 5-10 meV below EF under
the optimal modulation. The q=0 frequencies are displayed (b) and the anharmonicity of the PES along the mode
with largest imaginary frequency is shown (c). The modulation is visually suggestive of superhydride units embedded
in the crystal (e).
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FIG. S3: Solving the 1-particle Schrodinger equation for various V(x) (black curves), showing the ground state (blue)
energy and density, as well as the first excited state density for higher masses (orange). The zero of density for each
state is defined to be the energy of each state. (a) The ground state density when we attribute one hydrogen atomic
mass to the particle with a PES similar to that in Fig. 2(c). (b) We deepen the well and increase the mass to eight
hydrogens, flattening the ground state density. (c) We increase the mass to sixteen hydrogens which begins to become
likely to symmetry break, however there is still significant density for the high-symmetry structure. The limited effect
of particle mass has to do with the shallowness of the double well and the minima distances of 0.1 Å per hydrogen.

FIG. S4: A similar anharmonicity analysis of the phonon indicating a classical structural instability in LuH2.75N0.125.
The PDOS of both high symmetry and perturbed structures is shown, as well as a visualization of the distortion on
the lower right.
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FIG. S5: The LuH2.875N0.125 structure classically relaxed from the SSCHA-relaxed starting point (left), with a red
circle indicating a hydrogen trimer. The corresponding PDOS computed at the DFT-PBE level shows a semicon-
ducting or semimetallic state, with a portion of the PDOS above EF . The Electron-Localization-Function illustrates
one of two 7H multicenter bonds formed in the unit cell (right), with red lines marking the network of the bonded
complex.

FIG. S6: Integrated local density of states (ILDOS) for the classically distorted Fm3m LuH2.875N0.125 0-0.5 eV above
Ef (see Fig. S5) at a variety of different isovalues. We can see the majority of the high electron density regions are
focused on hydrogen, especially in the 7H complexes, with a nontrivial amount around the nitrogen atoms. There
are low electron density regions corresponding to Lud orbitals that weakly couple the 7H complexes together. We
visualize the conduction pathway of the PDOS peak just above EF (Fig. S5) of the 8c-Lu sublattice alongside the
hydrogen surrounding them on the right. Light and dark blue indicate low and high electron density. Teal atoms are
lutetium, with light and dark pink denoting tetrahedral and octahedral hydrogens respectively.
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FIG. S7: The 6 Wannier functions for the minimal tight-
binding model for bands crossing EF .

FIG. S8: Illustration of the nitrogen and hydrogen sub-
lattice as well as the hoppings in a TB model of atomic
Wannier functions. Color indicates sign, and alternating
signs can be shown to be induced around the nitrogen
atoms, a likely signature of quantum interference effects
which can lead to flat bands.

FIG. S9: Cartoon of the relative centers of the 6 Wannier
functions for the minimal tight-binding model (left), as
well as the WF-resolved PDOS (right).

FIG. S10: PDOS computed with DFT+U of Lu8H23N
(A) at the PBE-relaxed coordinates (left) and when mov-
ing the 24e-Lu back to the symmetric x=0.25 position.
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FIG. S11: PDOS of Lu16H47N with DFT+U, U=7.5 eV.
There is a flat band under EF of nitrogen character which
persists upon relaxation of the unit cell.
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